
 أيام من الصب 7اختبار كسر مكعبات الخرسانة بعد 

من قبل  من نفس الخلاطة المختارة سانة المكعباتخريتم أخذ 

ي أبواسطة الفنيين المختصيين للشركة المنتجة بدون  العميل

 . تدخل خارجي

 

 

 

 

 

 

 



 لتمييزها عن المكعباتيقوم العميل بوضع علامة خاصة على 

 .غيرها

 

 

 

 

 

 

 

 

 



 موغمره مالي مقر المختبر حيث يقومون بحفظه المكعباتتنقل 

 .مليئة بالماء حواضأفي 

 

 

 

 

 

 

 

 

 

 



 ( يوم  7حواض لمدة ) أب مكعبات 3 توضع

 .( يوم 28) لمدة حواض أب مكعبات 3و 

 

 

 

 

 

 

 

 

 



الاختبار  في اليوم الثامن يفضل حضور العميل شخصياً لمشاهدة

 . ووزنها احترازياً المكعباتيقوم مسئول المختبر بتجهيز  حيث

 

 

 

 

 

 

 

 

 



 . على جهاز الكسر مباشرة المكعباتتوضع 

 

 

 

 

 

 

 

 

 

 



كما في  لمكعباكسر يتوقف الجهاز لبرهه معلناً اكتمال عملية 

 . الصورة

 

 

 

 

 

 

 

 

 



 ظهري يتم القراءة بالعين المجردة في شاشة جهاز الكسر حيث

 .مقاومة المكعب رقم

 

 

 

 

 

 

 

 

 



 . للعميل يقوم مسئول المختبر بطباعة تقرير رسمي مختوم يسلم

 

 

 

 

 

 

 

 

 

 



 . كيس مقاوم 8خرسانة و( يوم  7 صورة التقرير لعينة )

 

  ديويالف
 

  ملحوظة

أيام من تاريخ  7يجب الا تقل مقاومة مكعب الخرسانة للكسر بعد 

يوم من تاريخ صب  28% من مقاومته للكسر بعد 75الصب عن 

 الخرسانة.

 

http://www.youtube.com/watch?v=7u917IyPQq0&feature=youtu.be
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Notes:

1- The samples had been casted by the client's acknowledgement.

2- The casting date had been written by the client's acknowledgement.

3- Unstandardized cube's ( lrregular cube) result will be ignored.

a{sfil,| gl.}l.iis}l.L3
?.?.&

Date
CIient 4L1Si^11 JLpli 4*-sdl iS-;'ill

Location & Proiec,t dM1Jl t.+ill - rJ:. cJ$" -j-
SamBle 2:a- I e.s 200 .:1*+l - qrlc .tc!;ri

Casting Date \Alcrlnesrlav,,Auoust 01 . 2O1Z

Wednesday, August 08, 2012Breakins Date

Lab. Technician Ahmed AbdulFxah

File No-

No. Dimension
(cm)

Weight
(sm)

Density
(ton/m3)

ABe

(dav)
Breaking load

(ton)
Breaking stress

(kg/cm2)
Average stress

(kelcm2)

1 {5x15x15 8173 2.42 7 47.91 212.91

212.91
2 15x15x15 8021 2.38 . 7 50.97 226.50

3 15x15x15 7936 2.35 7 M.85 199.32

t t ulncmea Eg"ffi6ii- Behind ruropo Hot6l
P.Code: 12515, P.O. Box:341

(+202) 3586 ,el7 - 3976 8&45 - 3586 2703

I I Ahmed AlShotoury St. Off DokkiSt.
Behind Gormqn School
(+202) 33380314 - 33380319

Checked by Lab. Director

Dr: Ramadan Abdel Maguid

f tl r g . *y 1 Y01 6 6;,tgr $J - t{rrri e*ii dl, - &.1e, !'te*t i t t r p1-d l

(+ Y.Y) f0l1 10tY - YqYl ilt0 - Y0A1 tYrl 
' 
c.Sl&}

a*U?l Lr.rll Lil, sl.tJ, o&(,, tJii. Oql,iJ t lr I ;i r {r-.3*, I

lnto@nomooconsult.com (+ I'Y) YtYl.Yll - YYYl.tll ,o"5lill
www.nomogconsult.com

Al Horom

Tel / Fqx

El Dokki

Iel/ Fox
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Notes:

1- The samples had been casted by the client's acknowledgement.

been written by the client's acknowledgement'

's ( lrregular cube) result will be ignored'

Checked bY Lab' Director

Dr: Ramadan Abdel Maguid

A{s$at t & r.:Liis}t c Ldr

t.t. -g

Deiermination of Compressive Strenqth of Hardened Concrete

( Usinq Cubic SamPles )

Srndav. Auoust12.2012Date @rasllClient
Location &,Proiecl UsEl! e ..rill - ,J:. ,itl!

Sample Z * t ,u ZUU J'6il - 4rJre er1s

Castins,Date Sundav. Auoust .J5. 2U1 I
Sunday,  yglll l!,_2011 --Breakins Date

Lab. Technician Ahmed AbdulFatah

H'ile Nn-

No. Dimension
(cm)

Weight
(em)

Density
(ton/m3)

Age
(dav)

Breaking Load
(ton)

Breaking stress
(kg/cm2)

Average stress

lke/cmzl

1 15x15x15 8149 2.41 7 52.50 233.30

2q4.61

2 15x15x15 81 68 2.42 7 50.97 226.54

3 15x15x15 7915 2.35 7 48.93 217.M

4 15x15x15 8186 2.43 7 36.70 163.08

5 15x15x15 8132 2.41 7 50.97 226.50

6 15x15x15 8085 2.44 7 36.19 160.82

AlHorom: I I MohEmed Esmoll- Behlnd furopo Holel
P.Code : 12515, P.O. 8ox : 341

Iel I Fox : k2A2l 3505 {$17 - 39768845 - 3585 27(B

tl Dokki : I I Ahmed Al$lroloury Sl. Ol, Dokki St,
Sehind Getmsn School

Tel I Fox : l+2821 3338031 4 - 3338031 I

f lt r 9 . ar 1 t01 0 6't#* $J - l{ori e&i.il, - &cl,r, ! "tr*r ;i 1 I r p.p.all

(+ Y.Y) T0l1 aotY - Y{Y1 ilto - T0A1 YY.Y r d"St&}

ad$Il isl,Ul d,, sf.tJl iri &. tJi!. 4yibt itt .tre i 4i r {rJalt

lnfo@tomooconulltcsm (*YrY)ttYA.ltl - fttl.ttl rc"{tit}
www. ncmcKrcon$ull. com
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Notes:

1- The samples had been casted by the client's acknowledgement.

2-Thecasting date had been written by the client's acknowledgement'

3- Unstandardized cube's ( lrregular cube) result will be ignored.

Checked bY Lab' Director

Dr: Ramadan Abdel Maguid

Af{$ttt gtj'Lii{){l.LE
t.f. g

L,I

Date
at ts:^tt dLe)J {l*$dl asJ-ill

Client

Location & P.roiect LJMtill fsill - LJJ. J#Jt
.' Zit * 200 rk+l- qrta rol}

Samole
Monday, Ar.lgust 8,ry2Castins,Date

Breakins Date SatunOay' August 25, 2012

Lab. Technician Ahmed Abdullatan
1

F'ile No-

No. Dimension
(cm)

Weight
(gm)

Density
(ton/m3)

Age
(dav)

Breaking Load
(ton)

Breaking stress
(kglcm2)

Average stress

{kg,/cm2)

1 15x15x15 8250 2.44 72 47.91 212.91

244.62
2 15x15x15 8126 2.41 , 12 56.07 249.15

3 15x15x15 8098 2.40 12 61.16 271.80

Al Horom

Iel / Fox

El Dokld

Tel I Fax

I I Mohamed tsmoil - Behind Iuropo Hotel
P.Codo : I2515, P.O. 3ox : 341

(+202) 3586 4547 - 3976 8815 - 3586 2703

I I Ahmed AlShotoury Sl. Oll DokkiSt.
Behind Germon &hool
{+202) 33380314 - 33380319

Ytl r 9.0.1t0106lr{ffJ -lr.filUlrJli -diel#!"1.*.!i11 r il-.rl
(+ Y.l) t0A1 {otY - YqVl iAa0 - Y0A1 YY.Y 

' d*$.lrl

qitlTl tr.;,g I !il, 6f ,t$ e& &. iJilt 4yStril t,* t u& t &J4tt

lnfo@nomooconsult.com (+ Y.Y) YYYi.Yll - YYYi.Ytl ! o.Ila;
www. nonKtocon$ull.com
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( Usinq Cubic SamPles )

Date Wednesday, August 29, 2W
CIient aliS:^ll JLeX ii-:,idl iS;,'ill

Location & Froiect cr-iiJl ,e.+ll - 4
t-lF 2OO .rt*+! ..,i.-.tr

Castins Date Wednesday, August 01 ,2UZ
Breaking Date Wednesday, nugus!?9

Lab. Technician i{hmed AbdulFatah

File No.

No. Dimension
(cm)

Weight

km)
Density
(ton/m3)

Age
(daY)

Breaking load
(ton)

Breaking stress
(kclcm2)

Average stress
(kglcm2)

1 15x15x15 8022 2.38 28 56.07 249.15

250.65
2 15x15x15 8016 2.38 28 51.99 231.03

3 15x15x15 8098 2.40 28 61.16 271.80

Notes:

1- The samples had been casted by the client's acknowledgement.

2-The casting date had been written by the client's acknowledgement.

3- Unstandardized cube's ( lrregular cube) result will be ignored,

Al Horsm : I I Mohomed Csmoil - Sehind Europo Holel
P.Code: 12515, P.O. Box:341

Iel / Fox : (+202) 3586 r3!7 - 3976 4845 - 3586 2703

ElDokki : I I Ahmed AlShotoury Sl. Oft DokkiSl.
Behind Germon School

Tel / Fox : (+202) 333E0314 - 33380319

Checked by Lab. Director

Dr: Ramadan Abdel Maguid

Ytl r ry . ar I lo'l o 6'ld,* pl, - l{rri &,til.il, - &.t * !,1'r*r 4! 1 I I p.;.all

(+ Y.Y) t0A1 tolY - tqYl AAl0 - Y0A1 YV.l tcdurl

faUh fuirl I lilt slitJ I e& .i. tJiir,ry&li, t a.t i d t rJ.tl t

lnfo@nomooconsull.com (+ Y.l) ttYl.Yll - YttA.tlt I ir"5lill
wwYv. nomo<rconsull" com
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Determination of Compressive Strenqth of Hardened Concrete

( Usinq Cubic Samples )

SCAa\I 
-Septe 

mber 02, 20 1 2Date
Client iLrsi;lr de}l ;.J-s{ll isJ*ill

Location & Proiect usllle.+]l - J_rd+t!
Sample 2 e I # 200 rk+l - a;$o :el3!

Castins Date Sundav, Auqust 05,2012

Breakins Date Sunday, September 02, 2012

Lab. Technician Ahmed AbdulFatah

File Nn- I

No. Dimension
(cm)

Weight
(em)

Density
(ton/m3)

Age
(dav)

Breaking Load
(ton)

Breaking stress
(kglcm2)

Average stress

{kelcm2)

1 15x15x15 8064 2.39 28 72.88 323.90

297.47

2 15x15x15 8128 2.41 28 78.49 348.81

3 15x15x15 8062 2.39 28 67.28 298.98

4 15x15x15 8160 2.42 28 61.67 274.47

5 15x15x15 8196 2.43 28 62.69 278.60

b 15x15xf5 8226 2.4 28 s8.61 260.48

Notes:

1- The samples had been casted by the client's acknowledgement'

2- The casting date had been written by the client's acknowledgement'

Al Horom : I I Moh6'med Esmail - Behind Europo Holel
P.Code: 12515, P.O. Box: 341

Tel I Fox : (+202) 3586 4tt7 - 3976 8845 - 3586 2703

ElDokki : I I Ahmed Al Sholoury Sl. Olf DokkiSt.
Behind Germcn $chool

Tel / Fox : (+202) 33380314 - 33380319

cube's ( lrregular cube) result will be ignored.

Checked by Lab. Director

Dr: Ramadan Abdel Maguid

Yll r 9 . u. tY010 6.{I*i.r - t ryl&'til,ili - {h.t .,,tr*rgi 1! : p.;.all

(+ Y.Y) l0A1 totv - flYl Alto - Y0A1 YY.Y r 4{lill
l$Llll :srAl dlt sl.t I di &. tJi?rt &r!Li,I Lt i o& r uJ'ttt

lnfo@nomooconsull.com (+ Y.Y) YYYA.Y1q - YtTA.tlt ! o.slil:
www.nomooconsull.com

3-U
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( Usinq Cubic Samples )

Date Monday, September 1A, 2012

Client aLK:.Jl dle).l 4j-ridl isjl1
Location & Proiect L*!*[f+ill - .J:.1'i$-.rU

Samnle'-...:.:,,:..,1... ;.:-;l; ..t.:r-.'' _-- -" :.: 2 e- /?+S p00 \-r - lpre rcry

Castins'D$tel;-11,r-:.: .r;;.- r.'::'t i!:::: nrmtrtare**rroust 13. 2012

Breakine Date ::::: :x *iL:111:*="*T;x f\nffia,y;:]€eptember 19, ZU1Z

Lab. Technician Ahmed AbdulFatah

F''iIc Nn 1

No. Dimension
(cm)

Weight

Gm)

Density
(ton/641

Age
(dav)

Breaking Load
(ton)

Breaking stress
(kglcm2)

Average stress
(kg/cm2)

1 15x15x15 7980 2.36 28 66.26 294.45

292.942 15x15x15 8105 2.40 28 71.36 317.14

3 15x15x15 8199 2.43 28 6A.14 267.27

Notes:

1- The samples had been casted by the client's acknowledgement.

2- The casting date had been written by the client's acknowledgement.

3- Unstandardized cube's ( lrregular cube) result will be ignored.
'"""*"-T5:..'.

Checked by Lab. Director

Dr: Ramadan Abdel Maguid

..^l;_,..p,"
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Determination of Compressive Strenqth of Hardened Concrete

( Usinq Cubic SarnPles )

Notes:

1- The samples had been casted by the client's acknowledgement'

2- The casting date had been written by the client's acknowledgement'

-"."'Y*I.T'.-''
€- Unstaridardized cube's ( lrregular cube) result will be ignored.

,\,&n':; '

Checked by Lab. Director

Dr: Ramadan Abdel Maguid

&t E t
tt=gtE=€

Date Tuesday, September 11, 2012

Client ,J^1S:.ll cJL&)l i+-iidl ;.SJyill

Location & Proiect U*lJl a-+ill - J_r.J*-.rL

Sample 2 e- I # 200 rk-t - a;rlo .ul3l

Castins Date Tuesdav. September 04, 2412
BrcakinsDate "-".-.- Tuesday*-September 1 1, 2012

Lab. Techrieian. ;f;ffied AbdulFatah
E ila Nn

No. Dimension
(cm)

Weight
(em)

Density
(ton/m3)

Age
(day)

Breaking Load
(ton)

Breaking stress
(kglcm2)

Average stress
(kg/cm2)

1 15x15x15 8105 2.40 7 45.87 203.85

214.42

2 15x15x15 81 18 2.41 7 41.79 185.73

3 15x15x15 8141 2.41 7 55.05 2M.62

4 15x15x15 8093 2.40 7 55.05 244.62

5 15x15x15 8089 2.40 7 43.83 194.79

6 15x15x15 8131 2.41 7 47.91 212.91



Determination of Compressive Strenqth of Hardened Concrete

( Usinq Cubic Samples )

Date Thursday, September 20, 2A12

Client ai^l5i,,ll dl-c)l ii$.::dl asJ"'ill

Location & Proiect uslJl F+:ll - gJr. J*,;L
Samole 2 e I # 250 :k+l- i-l* rPl3

Castins'Date Thursdav, September 13, 2012
BreakinsDde .r:r'r-' ..:::'..:ri.': :'"::::::- Th u rsd?y!:'r$eptem b er 20, 241 2

Lab. Tecffi;Eitian.=:::' .;"=r'':i:::: ,-'i&hhed AbdulFatah
F ile'No,.1.Lil..:::;iT::' ;]:rj:', -i::.=

No. Dimension
(cm)

Weight

Gm)
Density
(ton/ml)

Age
(day)

Breaking Load

{ton}

Brea'king etiess
(ke/crn1

AveraBe,stress

tkgtm'z)

1 15x15x15 8167 2.42 7 56.07 249.15

2 15x15x15 8280 2.45 7 75.43 335.22

3 15x15x15 8135 2-41 7 70.34 3,72.57

4 15 x'15 x 15 8165 2.42 7 66.26 294i.45

5 15x15x15 8260 245 7 70.34 312.57

b {5x15x15 8269 2.45 7 62.18 276.33

Notes:

1- The samples had been casted by the client's acknowledgement.

2- The casting date had been written by the client's acknowledgement.

3- Unstandardized cube's ( lrregular cube) result will be ignored'

Checked by Lab. Director

Dr: Ramadan Abdel Maguid
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Determination of Compressive Strenqth of Hardened Goncrete

( Usinq Cubic SamPles l

Date Thursday, September 20, 2012

CIient 4J.lS:^ll J&il 1i-sdl isll
Location & Proiect up,"Hl t.+ill - r.l: d+-,rL

Sample 2 3 / p+S 250 :k+l '- i'l* 'Pl:F

Castins Date Thursday. September 1'3, 2012

Breakins Date ,-;3Th u rsd q6S e?terrrbet 20, 20 1 2

Lah. TecEfriE[5n -:.1Y: .;:*ffi4d AbdulFatah
2

No. Dimension
(cm)

Weight
(cm)

Dedtity.
(torr/m3l

Age
(dav)

Breaking Load
(ton)

Breaking stress
(kg/em'l

Average stress
(ke1cm2)

7 15x15x15 8069 2.39 7 84.10 373.7?

I 15x15x15 8075 2.39 7 65.75 292.19

9 15x15x15 7965 2.36 7 57.59 255.95

10 15x15x15 8167 2.42 7 72.38 321.63

11 15x15x15 8272 2.A5 7 58.61 260.48

12 15x15x15 8164 2.42 7 63.20 280.86

Notes:

1- The samples had been casted by the client's acknowledgement'

2- The casting date had been written by the client's acknowledgement.

3- Unstandardized cube's ( lrregular cube) result will be ignored.

Checked by Lab' Director

Dr: Ramadan Abdel Maguid



( Usinq Cubic SamPles )

Date Thursday, Septernber 2A, 2012

Client aLt5ij.ll Jt&Xl 4:;-irdl asJ"iJl

Location & Proiect Ust'ill ,-+il1 - .J:.,j*;U
Sample 2 e- / e+S 250 :k+l - :.1* .Pl:fi

Casting,Date Thursdav, September 13, 2012

Brcaking Dale Thursday, September 20, 2012

Lab. Techfifeftan i:,:-..:' ."tti;::,;:

- 

"{hmedAbdulFatah
F ile No. -::::ll':':1r .:.:.::;:' ,.:1'.:.:1 L: rf.,.+,-; 4.i1d. iJ

No. Dimension
(cm)

Weight
(em)

Density
(ton/m3)

Age
(dav)

Breaking Load
(ton)

Breaklng stress
(kelcml

Average stress

, , (l<g/cm2)

13 15x15x15 8131 2.41 7 57.59 255.95

14 15x15x15 8117 2.A1 7 84.10 373.73

15 15x15x15 8164 2"42 7 80.02 355.61

16 15x15x15 8074 2.39 7 67.28 298;98

17 15x15x15 8227 2.44 7 53.52 '237.83

18 15x15x15 8082 2.39 7 53.01 235.56

Notes:

1- The samples had been casted by the client's acknowledgement.

2- The casting date had been written by the client's acknowledgement.

3- Unstandardized cube's ( lrregular cube) result will be ignored'

Checked by Lab. Director

Dr: Ramadan Abdel Maguid
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Determination of Compressive Strenqth of Hardened Concrete

( Usinq Cubic SamPles )

Date T6ursday, September 20, 291?

CIient eJ.K:^ll J^c)J di:-Jdl lS-,;"'ill

Locafion & Proiect u,*tJl t^iill - r.J:.r'1*-,rU

Sample 2 r* / f+S 250 :k+l - i-l* rel$

Castino Date Thursday, September 13, 2012

Breakine Date .Thurs{qy,,gepterber 2

Lab. Technidan : .... 4ffibd AbdulFatah

['ilp 'Na -]::::::.1:'.':::: 1't:::r:, -.::t'il: , :,1.--': 4

No. Dimension
(cm)

Weight
(em)

Denfity
(tonlm3)

Age

{dav)
Breaking Load

{ton)

Breaking slress
(kg/cm2),

Avera8e stress
(kelcm2)

l9 15x15x15 8225 2.44 7 70.34 312.,67

298.00

20 15x15x15 8038 2:38 7 72.88 323.90

Notes:

1- The samptes had been casted by the client's acknowledgement'

2- The casting date had been written by the client's acknowledgement.

3- Unstandardized cube's ( lrregular cube) result will be ignored.

Checked by Lab. DirectorLab. Engineer

Dr: Ramadan Abdel Maguid



6g€ ffi&&

( Usinq Cubic SamPles )

Date Monday, September 24, 2012

Client al"lsi.ll JL&).] ij-ridl isJ"ill

Location & Proiect Ust-ill e+jll - ij-r,.lra" -rU

-:*|i 2 r- / #-j:?50 i..Fl jsl* .toli

Castins Dffift;:3; ;:; ffi,Monffiiffi ptember 17, 2012

BreakiniffihtE=*F ,i'::*=ffi ,Mcf,lt&ffi ptember 24, p 1!
Lab, Technician
F''ile No-

No, Dimension
(cm)

Weight
(em)

Density '

(ton/m3)
Age

(dav)
Breaking Load

(ton)
Breaking stress

(kg/cm'z)
Average stress

{kclcm2}

1 15x15x15 8120 2.41 7 58.10 258.21

266.522 15x15x15 8105 2.40 7 68.30 303.51

3 15x15x15 8082 2.39 7 53.52 237.83

Notes:

1- The samples had been casted by the client's acknowledgement'

2- The casting date had been written by the client's acknowledgement'

3- Unstandardized cube's ( lrregular cube) result will be ignored.

Checked by Lab. Director

Dr: Ramadan Abdel Maguid
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